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1. Page 8, Table 1 - Requirements for aluminium sulphate 
 

Replace the Type I numbers for manganese and arsenic as shown below: 
 

Characteristic 
Requirement Method of test In 

Annex Type I Type II 

Manganese (Mn) wt mg/kg, maximum  25 – G 

Arsenic (As), % (w/w), maximum 0.01  – H 

 
 

 
 

 


